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FORE WORD 

To experimentally  determine  the  thermal  conductivity of hydrogen 

at   high  temperatures by the  method  reported  in NASA CR-403  the 

thermal   propert ies  of both  the  porous  and  solid  tungsten  test  specimens 

must  be  accurately known. These  properties  are  the  spectral   emittance,  

the  total  normal  emittance,  the  total  hemispherical  emittance,  and  the 

thermal  conductivity  for  solid  and  porous  tungsten.  The  experimental 

data  used  to  determine  these  properties  are  recorded  in NASA CR-54429. 

This  work  was  completed  under  the  technical  management of Maynard F. 

Taylor,  Lewis  Research  Center,  Cleveland, Ohio. 
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1. SUMMARY 

An experimental  program was conducted to  determine the thermal conductivity of 

solid  and  porous  tungsten at temperatures up to 5000°F. The method  used  in this 
program was to  measure the temperature  distribution on the top  surface of a .cyl- 

indrical  specimen heated in a vacuum by r-f induction currents and  radiating 

freely. The  thermal  conductivity was determined by equating the axial heat flux 

within the specimen  to  the  radiation  flux at the center of the top  surface. 

A digital computer  program was used  to relate the axial heat flux within the speci- 

men to the temperature  distribution on the top  surface.  The  program  calculates 

the temperature  distribution in the specimen  from  an  assumed  finite depth of in- 

duction  heating at the  outer  cylindrical surface and  radiation boundary  conditions. 

The  results of this computer  study  were  used  to  determine  a  proportionality  fac- 

tor that permits  calculating the axial  temperature  gradient  and heat flux at the 

center of the  top surface from the measured top surface  temperature  distribution. 

The thermal conductivity of solid  tungsten was found to  vary  from 76 Btu/hr-ft-"F 
at 3000°F to 66 Btu/hr-ft-"F at 5000°F. These  values are in  reasonable agree- 

ment  with  recently  published data, The thermal conductivities  calculated  for 

porous  tungsten  specimens (0.42 to 0.55 porosity) are 10 to 15% of the:solid ther- 

mal conductivity. The variation between specimens is attributed  to the differ- 

ences  in  the degree of sintering  during  fabrication. Thermal conductivity data 

for the porous  specimens  vary  little with temperature,  indicating that internal 



radiation  within  the  specimen had no significant effect on the effective thermal 

conductivity. 

Spectral  emittances,  derived  from  optical  pyrometer  measurements,  were ob- 

tained  for the solid  and  porous  tungsten  specimens.  The  values  for  solid  tungsten 

vary  fram 0.46 at 2000°F to 0.38 at 5000°F. The  porous  tungsten  emittances 

(0.65 at 4000°F) are significantly  higher  than the solid  values  because of the 

rough texture of the surface. 

Total  normal  emittances  were  measured  using a total  radiation  pyrometer.  The 

solid  tungsten  emittances  vary between 0.2 and 0.3 for  temperatures of 2500 to 

4300°F. These  values a r e  in good agreement  with  published data. The  total  nor- 

mal  emittance  for  porous  tungsten is approximately 0.59. 

The  total  hemispherical  emittances  were  measured  using a transient technique. 

This  method  equates  the  sensible  heat loss of the  specimen  to its radiation  heat 

losses.  The  value of total  hemispherical  emittances  for  the  solid  tungsten is 

approximately 0.335. The value  for  the  porous  tungsten is 0.595. 
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2. INTRODUCTION 

With the advent of high temperature  systems, there has been an  increasing  inter- 

est in  refractory  metals  such as tungsten,  which has a melting  temperature 

greater than 6000°F. A considerable  amount of information on the thermal  prop- 

erties of tungsten was  generated  in the early part of this,  century.  More  recently, 

investigators  have  been  examining its application  in  rocket  nozzles  and high per- 

formance  reactors  for  nuclear  rockets. 

The thermal conductivity of solid  tungsten has been measured by a number of 

investigators.  Results,  however,  have not been  in good agreement.  Values  rang- 

ing from 100 to 30 Btu/hr-ft-"F  have  been  reported at a temperature of 3000°F. 

A recent  compilation of data' on tungsten  indicated that 50 to 60 Btu/hr-ft-OF was 

a reasonable  value  for the thermal conductivity at this temperature.  The  interest 

in the thermal conductivity of tungsten  in this program is its use  in  an  experimen- 

tal investigation of hydrogen thermal conductivity.2 This  program  uses hydrogen 

filled, porous  tungsten  specimens,  and  requires a knowledge of solid tungsten 

thermal conductivity as well as the thermal conductivity of the porous  specimens 

in  vacuum to obtain gas thermal conductivity  values. 

The technique  used  in these thermal conductivity  experiments  was  developed by 

Hoch,' and requires  measurement of the temperature  distribution on the top  circu- 

lar surface of a cylindrical  specimen heated by r-f induction  current. By means 

of numerical  analysis, the measured  temperature  distribution  across the top sur- 
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face of the specimen is related to the axial heat flux within the specimen. This 

heat f l u x  is then equated to  the  radiation heat flux  leaving  the  surface of the  speci- 

men. Since the heat f l u x  within the specimen is proportional  to the thermal con- 

ductivity, this property  can  be  determined  from the measured  temperatures. 

Spectral .emittances  for the solid  and  porous  tungsten  specimens are measured 

with an  optical  pyrometer (wave length 0.65 p) using a black body hole to establish 

the true  temperatures.  The spectral emittance, which is based on the radiant  en- 

ergy over a small wave length band at 0.65 I-( leaving a surface in the normal di- 

rection, is used  to  obtain  true  temperatures  from the optical  pyrometer data. 

The total normal  emittance is based on the radiant  energy for all wave  lengths 

leaving the specimen  surface  in the normal  direction. It is measured with a total 

radiation  pyrometer which is calibrated  with a black body. 

The total  hemispherical  emittances  for the solid  and  porous  tungsten  specimens 

is measured by a transient  technique  also  proposed by Hoch.' The  method is 

based on relating the radiation heat loss  from the specimen  to the sensible heat 

loss.  The  total  hemispherical  emittance refers to the radiant  energy leaving a 

surface for all wave  lengths  and viewing angles and is used  in the thermal  con- 

ductivity  determinations. 

The results of all these property  measurements are used  in a concurrent  pro- 

gram  to  measure hydrogen thermal conductivity. 
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3. TECHNICAL APPROACH 

3.1 THEORY 

The  experimental  approach  used  in  determining  thermal  conductivity at elevated 

temperatures was  to  measure  the  temperature  distribution on the  upper  circular 

surface of a cylindrical  specimen  heated by r-f induction currents.  The arrange- 

ment is shown in  Fig. 1. The  heating of the  specimen,  caused by the  induced  cur- 

rents, is assumed  to  be  uniform in the  axial  direction and its magnitude decreases 

exponentially  with increased  distance  from  the  outer  cylindrical  surface. It is 

estimated  from  calculations that the  depth of heating  in  the  solid  tungsten  speci- 

mens is 0.030 in. The  depth of heating  in  the  porous  tungsten  specimens is esti- 

mated  from  temperature  measurements  to be 0.2 in. The  increased  depth of heat- 

ing  in  the  porous  specimens  results  from a greater  electrical  resistance and de- 

creased  magnetic  permeability. 

Heat loss from  the  specimen is by thermal  radiation  from  the  outer  surfaces of 

the  specimen  to  the  cooled walls of the test chamber.  Since  heat is generated only 

in a thin  outer  cylindrical  portion of the  specimen,  radial  and  axial  temperature 

gradients are established  to conduct  heat to the  radiating end faces of the  speci- 

men. Thus,  the  experimental  system  provides  the  conditions  needed  for  thermal 

conductivity  determinations, i.e., a means of establishing  desired  specimen  tem- 

peratures, a means of measuring surface temperature  distribution,  and a means 

of measuring  surface  heat f l u x  (radiation). 
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The  thermal conductivity of the  specimen is determined by equating the axial heat 

flux  within  the  specimen at the  center of the  top  surface  to  the  radiation  heat f l u x  

at that point. 

The  radiation  heat  flux  given by the  term on the  right-hand  side of Eq. 1 is calcu- 

lated  from  the  measured  temperature at the  center of the  top  surface of the  speci- 

men  and  the  total  hemispherical  emittance which is experimentally  determined. 

The axial temperature  gradient on the left side  can not be  measured  directly, but 

must  be  determined  from  the  measured  radial  temperature  profile on the  top cir- 

cular  surface  and a knowledge of the  temperature  distribution within the  specimen. 

The  temperature  distribution  in a short  cylindrical  specimen is the  solution  to 

Poisson’s  equation, 

with  radiation  boundary  conditions. A closed  form  solution  to a simplified  version 

of the above  boundary  value  problem w a s  obtained by H o c ~ , ~  who first proposed 

this method for  determining  thermal conductivity. The  source  term, Qo, was 

eliminated  since  heating  occurred  in a very  thin  layer  near  the  cylindrical  sur- 

face of the  specimen. In addition,  experimentally  observed  temperature  distribu- 

tions were used as boundary  conditions  instead of the  nonlinear  radiation  condi- 

tions which are intractable  for  an  analytical  solution. A parabolic  temperature 

distribution was  used  for  the  circular end faces and a uniform  temperature was 

assumed on the  outer  cylindrical  surface. A later analysis by  Hoch3 used a linear 

temperature  gradient on the  outer  cylindrical  surface (peak temperature at the 

midplane)  equalto 10% of the  radial  difference at the  top  surface  to  account  for 
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uncertainties  in  temperature  measurements on the  outer surface. Results showed 

that the axial temperature  gradient at the  center of the  top  surface  can  be  related 

to  the  radial  temperature  difference  across  the  upper  circular  surface by 

where So is a proportionality  factor that is determined by the  geometry of the 

specimen.  The  proportionality  factor was found to  be  insensitive  to  the  outer 

boundary  conditions if the  aspect  ratio (L/R) of the  specimen was less than  about 

0.3. 

3.2 PRESENT THEORETICAL APPROACH 

The  present  work with porous  tungsten  shows a finite  depth of heating  in  these 

specimens  and  indicates that specimens  with  aspect  ratios  larger  than 0.3 would 

be  desirable.  Because Hoch's analysis3 is not applicable  to  these  conditions, a 

computer  program was  written  to  calculate  the  two-dimensional  axisymmetric 

temperatures. The  assumptions  used were: 

1. Uniform thermal conductivity. 

2. Radiation  heat  losses  from all boundary surfaces  with  uniform  emittance. 

3. Heat  generation  in  the  outer  cylindrical  layer is axially  uniform  and  de- 

creases linearly  with  penetration  fromthe  outer  cylindrical  surface.  A 

0.030-in. depth of heating was used  for  the  solid  tungsten  and a 0.2-in. 

depth  was  used  for  the  porous  tungsten. 

Between 20 and 30 radial  nodes  and 10 to  15 axial nodes  were  included  in  the  finite 

difference network. The method of overrelaxation  was  used  to  obtain  the  solution 

based on a convergence  criterion of a deviation less than 0.05"F at each node. A 

description of the  equations  used  in  the  code is given  in Appendix A. 
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Temperature  distributions were calculated  for  different  specimen  geometries at 

various  temperature  levels. A thermal conductivity of 51.2 Btu/hr-ft-"F and  total 

' emittances  between 0.-2 and 0.32 were  used  for  the  solid  tungsten.  For  porous 

tungsten,  an  emittance of 0.37 and a thermal conductivity of 6 Btu/hr-ft-"F was 

used.  Subsequent work  indicated that the  actual  values of thermal conductivity 

and  emittances are higher  than  those  used, but the  ratio of radiation  to conduction 

is the  same.  Therefore,  the  calculated  temperature  distributions  obtained  in this 
parametric  study are considered  applicable  to  the  specimens  used  in  the  thermal 

conductivity  measurements. 

Typical  temperature  distributions  calculated  for  solid  and  porous  tungsten  speci- 

mens of the  same  geometry  are shown in Fig. 2. The two significant features of 

these  curves  are: 

1. The  temperature  distribution on the  upper  circular  surface  in  the  zero 

heat  generation  region is parabolic.  This  confirms  the  experimental 

observations. 

2. There is a n  appreciable  temperature  gradient on the  outer  cylindrical 

surface. 

'The first result  shows that the  temperature  distribution on the  circular  faces is 

not affected by the  depth of heating  when  the  zero  heat  generation  region is con- 

sidered alone.  Consequently,  the  solid  and  porous  tungsten  specimens  can  be 

treated in  the  same fashion.  The  second result  indicates that proportionality  fac- 

tors,  based on  Hoch's assumed boundary  conditions on the  cylindrical  surface, 

should  be  modified  especially  for  specimens  with  larger  aspect  ratios  where  the 

temperature  gradient on the  outer  surface is appreciable. 

Proportionality  factors  were  derived  from  the  computer  calculated  temperature 

distributions  using  the following expression: 
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which is obtained by combining  Eqs. 1 and 2. The  calculated  proportionality fac- 

tors  for  solid  and  porous  tungsten  specimens are shown in Fig. 3. The  scatter  in 

the  points  derived  from  the  parametric  study are caused by inaccuracies  in  the 

numerical  solution.  At small aspect  ratios,  the  computer  results are in good 

agreement  with Hoch’s values  obtained  from both  boundary  value  problems. At 

large  aspect  ratios,  the  computer  calculated  proportionality  factors  remain a 

linear function of the  aspect  ratio while Hoch’s values  tend  to  become  independent 

of the  geometry. This difference is attributed  to  the  different  boundary  conditions 

used  in  obtaining  the  solutions. It may  be  observed  from  Fig. 3 that when the re- 

striction of uniform  cylindrical  surface  temperature is relaxed  in Hoch’s second 

analysis (dashed  line  in  Fig. 3), the  values  approach  those of the  numerical  solu- 

tion. 

Combining  Eqs. 1 and 2, an  expression  for  the  thermal  conductivity of a specimen 

is obtained. 

Thermal  conductivities  may be determined  from Eq. 3 using  measured  tempera- 

tures on the  upper  circular  surface,  the  proportionality  constant  for  the  specimen 

geometry,  and  the  total  hemispherical  emittance which is experimentally  deter- 

mined. 

3.3 EXPERIMENTAL APPARATUS 

The  experimental  apparatus, shown schematically  in Fig. 4, consists of an r-f 

power  supply, test chamber,  and  atmosphere  control  and  temperature  measure- 
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ment  instrumentation.  The  high-frequency  power  supply is capable of 20-kw pow- 

er at frequencies  from 300 to 450 kc. The frequency,  which is determined by 

tuning requirements, is approximately 300 kc for this application. The bell jar 

table, which contains a step-down transformer, is connected to the converter by 

water-cooled leads. The step-down transformer  improves the power transfer  to 

the specimen,  and, by reducing the voltage across the load  coil,  minimizes  gas 

ionization  in the test chamber. The bell jar table has a coaxial  lead-through 

which connects the step-down transformer  to  the load coil inside the test chamber. 

The test chamber, a stainless steel bell jar, is bolted to the base plate on the bell 

jar table. Two viewing ports are provided  in  the bell jar to permit  observation of 

the upper  circular  surface  and the vertical  cylindrical  surface of the test speci- 

men as shown in Fig. 4. Quartz windows, 1-in. thick, are used  in the viewing 

ports. A front  surfaced  mirror, attached to the upper viewing port, facilitates 

making temperature  measurements on the upper  circular  surface of the specimen. 

The  specimen is supported within the bell jar by a tripod fabricated from pointed 

tungsten rods. It is centered  in a single  turn  load coil as shown in Fig. 1. The 

load coils are the same height as the specimens  and  have a radial clearance of 

0.1 in. 

Temperature  measurements are made  with a micro-optical  pyrometer. Measure- 

ments are made by matching the brightness of the pyrometer  filament  to the 

brightness of the specimen at a wave  length of 0.65 microns. The pyrometer is 

attached to a vertically mounted circular  milling table that permits  positioning 

the disappearing  filament  in the pyrometer  along two mutually  perpendicular di- 

ameters of the upper  circular  surface of the specimen. 

A total  radiation  pyrometer head and  single-pen  millivolt  recorder  provide  for 

measuring  total  emittance. The pyrometer head is positioned  above the upper 

14 



view port  and is focused on the  specimen’s  top  surface  with a target  diameter of 

0.2 in. 

The test chamber  can be pressurized with gas  to 150 psia,  or it can be evacuated 

with a mechanical  vacuum pump to 5 microns Hg. A Bourdon tube-type  pressure 

gauge  and a thermocouple-type  vacuum  gauge are used  to  measure  the test cham- 

ber pressure. 
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4. THERMAL CONDUCTMTY MEASUREMENTS 

Thermal conductivity measurements were made  with  solid  and  porous  tungsten 

specimens.  The  four  solid  and  five  porous  specimens  used  in  these tests are 

listed  in  Table 1. The  specimens  were  certified by the  supplier  to have a purity 

greater than 99.8% except for porous  specimen P1 which was a trial specimen of 

unknown purity. Porous specimens P2 to P5 had porosities between 42 and 46% 

and  specimen P1 had a porosity of 55%. 

TABLE 1 - TEST SPECIMENS 

Solid Tungsten  Specimens 
s1 
s2 
s3 
s4 
s5 

Porous  Tungsten  Specimens 
P1 
P2 
P3 
P4 
P5 

Diameter, 
in. - 

1.52 
1.006 
1.0066 
0.804 
0.62 

1.52 
1.45 
0.975 
1.03 
0.80 

Height, 
in. - 

0.502 
0.504 
0.356 
0.284 
0.208 

0.538 
0.507 
0.379 
0.302 
0.25 
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The  specimen  dimensions shown in  Table 1 were  based on the  results of the com- 

puter  study of the  temperature  distributions. It was desirable  to  reduce  the  diam- 

eter of the.porous  specimens  to  minimize  the  temperature  differences. A 0.8-in. 

diameter  specimen was  considered  the  smallest  practical  size  for  the  porous 

tungsten  because of the  depth of heating.  However,  subsequent experimental re- 

sults showed less scatter with specimens 1.0 in. in  diameter  and  larger. 

The  porous  specimens  were  fabricated by gravity  sintering  tungsten  particles 

0.006 to 0.01 in. in  size.  The  specimens  were  fired  for a long duration at tem- 

peratures  above 4000°F to  achieve  a  stable  mechanical  structure.  Attempts were 

made  to  use  porous  specimens  fabricated  from 0.02-in. particles, but the  large 

particles did  not sinter well which resulted in unsatisfactory  mechanical  strength. 

The  solid  tungsten  specimens  were  polished  prior  to  use. However,  continuous 

heating at high temperatures  caused  thermal  etching of the  surfaces.  Consequently, 

the  general  surface condition for  these  specimens was  a  smooth  finish  with  clearly 

defined grain  boundaries. 

The  specimen  was  centered in the load coil, and the  test  chamber  was  evacuated 

to 10 microns Hg. A 30-minute  heating  period w a s  maintained at each  tempera- 

ture  level  to  insure  steady-state  conditions.  Temperatures  were  measured on the 

top circular  surface  along  the  three  radii shown in Fig. 5, at  intervals of about 

0.05 in, Two measurements  were  made  at  each location. 

Typical sets of temperature  distributions  are shown in  Figs. 6 and 7 for a solid 

and a  porous  tungsten  specimen  respectively.  These  temperatures,  obtained  with 

the  optical  pyrometer, have  been corrected  for  the  spectral  emittance of the 

specimen,  the  transmissivity of the  quartz window, and  the  reflectance of the 

front  surfaced  mirror.  These  corrections  are  discussed in  Section 6. The  tem- 

perature  distribution is slightly  asymmetric a s  shuwn by the  temperature  differ- 

ences  along  the  three  radii.  This skewing is caused by nonuniformities  in  the 

17 



18 



3 540 

3 520 

3500 

k( 3480 

c, 5 
2 

$ 

Q, 

3460 

3440 

3420 

3400 

I I w 

0 Right hand radius 
Left hand radius 

/ 

A Perpendicular  radius 
/ 

[ I /  

"I - /4 I 

- - '  
~ 

I I 
Edge of I 
specimen-1 

0 0.2  0.4  0.6  0.8 

Radius,  in. 

Fig. 6 - Temperature  Distribution for ly2-in. Solid Tungsten 
Specimen (S1) 

19 

I 



3300 

3200 

3 100 

Erc 
L a 
5 c, 3000 
a z 

2900 

2800 

2700 

I 
o Right hand radius 

Left hand radius 
A Perpendicular  radius 

0 

I 
8 

I 

0' 

,-Parabolic /A O I  

I 1 distribution 

spCcimen I 
I I 

I 

0 0.2 0.4 0.6  0.8 

Radius, in. 

Fig. 7 - Temperature  Distribution  for  ly2-in.  Porous  Tungsten 
Specimen (P2) 



I 0 

induction  heating  process. In addition,  there is some scatter in  the  temperatures 

at each  radial  location  because of the  subjective  nature of making optical  pyrom- 

eter measurements. 

The  temperature  peaks at the  outer edge with  the  solid  tungsten  specimens, but 

peaks  about 0.1 in. from  the edge with the  porous  tungsten  specimens  because of 

the  larger depth of heating  in  the  porous  structure. A parabolic  curve  was  fitted 

to  each  set of data by the  method of least squares.  Because  the  analysis  showed 

that the  parabolic  distribution was applicable only in  the  pure conduction region, 

data taken  in  the  outer 0.15 in. of the  porous  specimens  were not used  in  fitting 

the  curves. 

Eq. 3 is used  to  determine  the  thermal  conductivity of the  specimens.  The  radial 

temperature  difference on the  upper  surface is 

and  the  proportionality  factor, So, is 

L 
R so = c2 - 

Using these  expressions in  Eq. 3, the  thermal conductivity of the  specimens is 

where  Ci is the  coefficient  for  the  parabolic  temperature  distribution  obtained 

from  the least squares curve for each set of data.  Cz is the  coefficient for the 

linear  proportionality  factor shown in Fig. 3. The  total  emittance, ET, is deter- 

mined  experimentally as described  in  Section 5. 
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The thermal  conductivities  calculated  for the four  solid  tungsten  specimens are 

shown in Fig. 8 as a function of average  specimen  temperature.  The  geometry of 

specimens had no determinable  effect on the  calculated  values.  The  scatter 

(-20%) is attributed  to  the  asymmetric  temperature  distributions  observed on the 

top  surface which a r e  caused by nonuniformities  in the induction  heating. 

The  conductivities computed for  the  five  porous  tungsten  specimens are shown in 

Fig. 9. Differences  in the sintering of the  specimens  cause  variations  in  the  con- 

ductivity  from one specimen  to  another even  though they were fabricated  from the 

same  size  particles. In Table 2, it can be observed that the porosity of the speci- 

men  does not have  any  definitive  effect on the thermal conductivity. The 0.8-in. 

diameter  specimen has the most  scatter  because  the  depth of heating  in this 

specimen is relatively  large  compared  to its diameter, and this makes it more 

sensitive  to  variations in the  heating  process. 

TABLE 2 - POROUS  TUNGSTEN 
THERMAL CONDUCTIVITY 

Thermal 
Conductivity, 

Porosity  Btu/hr-ft-"F 

0.55  5.2 
0.45  11.4 
0.46  10.2 
0.42 8.2 
0.42 9.8 

There are two sources of e r ro r s  which affect the values  for thermal conductivities 

determined by this method. 

1. Total  hemispherical  emittances,  used  in  the  thermal  conductivity  calcu- 

lations, are  averaged  values  over  the  temperature  range of interest. 
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2. There are  inaccuracies  in the results of the numerical  solutions  for the 

proportionality  factor. 

It is estimated that the averaged  emittance  values  introduce a maximum  uncer- 

tainty of 10% and  inaccuracies in the proportionality  factor  contribute  another 5% 

uncertainty  in the calculated  thermal conductivity values shown in  Figs. 8 and 9. 

The  temperature  distributions obtained in the experimental  program  are pre- 

sented  in  Reference 5. 
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5. TOTAL  EMITTANCE  MEASUREMENTS 

Total normal  and  total  hemispherical  emittances were measured for solid  and 

porous  tungsten  specimens  similar to those  used  in  the conductivity  experiments. 

These  measurements  were  made  with a total  radiation  pyrometer that was mount- 

ed  above  the test chamber  and  focused on the  center of the  top  surface of the 

specimen. 

5.1 TOTAL NORMAL EMITTANCE 

The  pyrometer  was  calibrated  with a black body source that was heated  in  the test 

chamber  in  an  argon  atmosphere.  This  black body source  consisted of a 0.3-in. 

diameter X 1.5-in. hole in  the  center of a 0.75-in. diameter X 1.75-in. graphite 

rod. The  rod  was  wrapped with five  layers of tungsten foil radiation  shields.  The 

output of the  radiation  pyrometer, which was focused on the  black body hole, was 

recorded at different  temperature  levels between 2000 and 4300°F. The emf out- 

put from  the  pyrometer,  corrected for the long  wave cutoff of the  quartz window, 

was  proportional to the  radiation  heat flux. Thus,  the  total  normal  emittance of 

the  tungsten  specimens  can  be  determined  from  the ratio of the  measured emf’s. 

Total  normal  emittances  were  measured  in  vacuum for three solid  tungsten  spec- 

imens  and  one  porous  tungsten  specimen.  The  three  solid  tungsten  specimens 
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were used  to  evaluate  any  variations  in  the effects of thermal  etching on normal 

emittance  values.  Slight  variations  in  surface condition are not an  important  factor 

for the  porous  tungsten  because of the  coarse  texture of the  specimen  surface. 

The  measured  emittances for solid  and  porous  tungsten are shown in  Figs. 10 and 

11 respectively.  The  solid  emittances show small  differences  among  the  speci- 

mens  examined,  indicating a slight  surface  finish  effect on the  values  measured. 

These  values are approximately 10% higher  than  published  normal  emittances for 

polished  tungsten. This  difference is attributed to the  etched  finish.  There are 

no  published  data for porous  tungsten  normal  emittances that can  be  compared 

with the  values shown in Fig. 11. 

5.2 TOTAL HEMISPHERICAL EMITTANCE 

The method used  to  determine  the  total  hemispherical  emittances w a s  first pro- 

posed by H ~ c h . ~  This  technique relates the  sensible heat loss  from  the  specimen 

during cooldown to the  heat  loss  radiated  from  the  specimen  surface, 

"- 
d7 d Q -  I cTaTLdA 

The  specific  heat of tungsten  varies  linearly with the  temperature as shown in 

Reference 6. 

Using this  expression,  the heat stored in  the  specimen is 

Q = 1 p(k, + k2T)TdV = pV(k, + k2'F) T 

where ;I; is the volume  averaged  temperature of the  specimen.  Similarly,  the ra- 

diation t e rm is defined as 
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where Ts is the  averaged  surface  temperature.  The  total  hemispherical  emittance 

is assumed  to  be constant.  A  heat  balance  results  in  the following  equation: 

Because only the  top  center  temperature is recorded  during cooldown, a functional 

relationship  must  be  obtained  relating  the  measured  temperature, T,, to  the  aver- 

age  specimen  and  surface  temperatures, T and T,. 

A  solution  to  the  transient  temperature  distribution  in  porous  and  solid  tungsten 

specimens  during cooldown was obtained  with a computer  code  similar  to  the one 

used  to  determine  the  steady-state  temperature  distributions.  The  results 

showed that the  temperatures in  the  solid  tungsten  specimen were nearly  uniform 

after the first two seconds of the  transient  period.  Therefore, 

However, the  results  for  the 0.8-in. diameter X 0.4-in. porous  tungsten  specimen 

showed the  average  surface  temperature was appreciably  lower  than  the  top  cen- 

ter temperature  during cooldown, while the  average  specimen  temperature was 

nearly  the  same.  The  computer  solutions  result  in  the following temperature 

relations  for  the  porous  specimen. 

- 
T = Tc 
- 
Ts = k3TC4 k 

Using these  temperature  relationships,  the  heat  balance equation  can be integrated 

to  form 

where k, is the  integration  constant. 
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The data during cooldown were  obtained  with a millivolt  recorder  attached  to  the 

total  radiation  pyrometer.  The  pyrometer output was  calibrated  against  temper- 

ature during  the  heatup of the  specimen.  The  specimens  were  cooled down from 

different  temperature  levels  to  permit  using  maximum  recorder  spans  over  the 

different  temperature  ranges. 

The  total  hemispherical  emittance  values were determined by a least squares f i t  

of the cooldown transient data to Eq. 5. Because of the  uncertainty  in  these pub- 

lished data, the  specific  heat was  adjusted  to  make  the  hemispherical  and  normal 

emittances  equal  for  the  porous  specimen.  This is a reasonable  approximation 

for  rough  surfaces.  The  value of specific  heat  thus  obtained  was  then  used  to cal- 

culate  the  hemispherical  emittance of the  solid  tungsten. 

The  total  hemispherical  emittances  for  solid  and  porous  tungsten are shown in 

Fig. 12. Values  for  the  solid  tungsten are higher  than  the  measured  normal 

emittances.  This  agrees with data presented  in  Reference 7. This  difference is 

attributed  to  the  fact that tungsten  does not obey Lambert’s  cosine  radiation law.8 

Published  total  hemispherical  emittances  for  polished  solid  tungstenshow a slight 

temperature dependence  in this range. 

The  hemispherical  emittances shown in  Fig. 12 represent  average  values  over  the 

temperature  range of interest.  This is because  the data do not permit  the  calcu- 

lation of emittances  over  small  temperate  spans. 
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6. SPECTRAL EMITTANCE  MEASUREMENTS 

Spectral  emittances  were  measured  for  tungsten  using  porous  and  solid  specimens 

with central  black body holes.  The  spectral  emittances  were  determined  from 

observed  temperatures  in  the  black body holes  and  temperatures of the  surface 

adjacent  to  the hole. 

The  radiant  energy f l u  of a nonblack body is obtained from Wien’s formula 

J = CIAm5 e -C~/XTT 

where TT is the  actual  temperature of the body and E X  is its spectral  emittance. 

Since  the  optical  pyrometer is calibrated  for a black body. the  temperature  re- 

corded with the  pyrometer is the  brightness  temperature.  Tbr. and is related  to 

the  energy  flus a s  

However. the  radiant  energy f l u e s  given  in Eqs. 6 and 7 a r e  equivalent. There- 

fore,  the  spectral  emittance  can be evaluated by equating the  above  equations: 

This procedure  can  be  reversed when reducing  the data to  determine  the  actual 

specimen  temperature  from  the  observed  values  and  the  spectral  emittances. 
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Spectral  emittances  for  solid  tungsten were determined  using a 0.5-in. diameter X 

0.5-in. high specimen  containing a central black body hole 0.02-in. diameter X 

0.25-in. deep. Measurements  were  made  for both polished  and  thermally  etched 

specimen  surfaces  in vacuum. The  etched  surface  corresponded  to  the  surface 

finish of the  solid  specimens  used  in  the  thermal  conductivity  experiments. In 

addition,  measurements were made  with a polished  surface  in a hydrogen atmos- 

phere. 

The  spectral  emittances  calculated  for  solid  tungsten are shown in  Figs. 13, 14, 

and 15. The  specimen  surface  condition  and  the  atmosphere  have little effect on 

spectral  emittance  values.  The  absolute values of these  emittances  are  approxi- 

mately 10% higher  than  values  given  in  Reference  7  for  the  temperature  range of 

interest. 

A specimen 0.6-in. diameter X 0.3-in. high, having a 0.02-in. diameter X 0.08-in. 

deep central  black body hole, was  used  for  the  spectral  emittance  measurements 

on porous  tungsten.  This  specimen was fabricated  in  the  same  fashion as those 

used  for  the  thermal conductivity  measurements.  The  surface of the  porous  spec- 

imen, when viewed through  the  optical  pyrometer, had a mottled  appearance be- 

cause of the  difference  in  effective  emittance  between  the  grains  and  the  pores. 

In making  optical  pyrometer  measurements on the  porous  specimens,  the  temper- 

atures  were  always obtained by matching  the  pyrometer  filament  to  the  pore 

brightness. 

The  spectral  emittances,  measured  for  porous  tungsten  in vacuum  and a hydrogen 

atmosphere, are shown in  Figs.  16  and 17. The  difference  in  values shown is 

probably  caused by optical  distortions  created by natural convection currents in 

the  hydrogen  atmosphere. 

Similar  measurements  were  made  to  determine  the  transmissivity of the  quartz 

windows and  the  reflectivity of the  front  surfaced  mirror.  Instead of using a 
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black body hole,  temperature measurements  at a  fixed point were made with and 

without these optical  components  in  place and the data were reduced  with  Wien’s 

formula. The reflectivity of the  mirror is 0.81 and the transmissivity of the 

quartz windows i s  0.92. 



7. NOMENCLATURE 

A 

cP 
J 

k 

L 

Qo 

r,R 

SO 

T 

V 

Z 

EX 

T € 

€TN 
h 

Surface area 

Specific heat 

Radiant energy  flux 

Thermal conductivity 

Half height of specimen 

Heat generation source  term 

Radial dimension 

Proportionality  factor 

Temperature 

Volume 

Axial  dimension 

Spectral  emittance 

Total hemispherical  emittance 

Total  normal  emittance 

Wave length 

Density 

Stefan-Boltzmann constant 

Time  variable 
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9. APPENDIX - EQUATIONS  USED IN NUMERICAL  SOLUTION OF BOUNDAR,Y 
VALUE PROBLEM 

One-quarter of the  cross  section of the  cylinder is used  to  analyze  the  tempera- 

ture distribution  within  the  specimen  because of symmetry about  the  axis  and  the 

midplane.  The  geometry is divided  into 20 to 30 radial  nodes  and 10 to  15 axial 

nodes. The axial nodes are of uniform  size.  The  radial  nodes  in  the  heat  gener- 

ating  region at the  outer  edge of the  specimen are smaller  than  the  radial nodes 

in  the  pure conduction  region. Temperatures are determined at the  center of 

each node and at the  center of the boundary node outer  surfaces. 

The  steady-state  temperature  distribution  in  the  specimen is determined by satis- 

fying the  local  heat  balances  for all nodes  simultaneously.  The  heat  balance  for 

each node is 

where Qo E heat  generation  in node (0) 

To = center  temperature of node (0) 

Tn = center  temperature of node (n) 

Yn f heat  transfer  coefficient  between  adjacent  nodes (n and 0) based on 

the  temperature  difference between the  centers of the nodes. 
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.. . ... . 

The  above  equation is used  for  each node to  determine  the change in  its'center 

temperature at each  iteration as, 

4 

C y n  
n=l  

The  solution  for  each  problem is completed when the  calculated  temperature 

change, AT, fo5  every node is less than 0.05"F. To speed  convergence,  the  tem- 

perature change at each  iteration is calculated by u(AT) where w is an  overre- 

laxation  factor equal to 1.8. 

The  heat  transfer  coefficients  between  nodes are determined by the  geometry and 

thermal conductivity. Referring  to Fig.  18, the axial heat  transfer  coefficient  be- 

tween  nodes l and 2 is: 

ak(ri - r:) 
Az Yi-2 = 

The  radial  heat  transfer  coefficients are calculated by 

" 2nkAz 

The  heat  transfer  coefficient at the  surface  accounts  for  radiation  to an infinite 

media at zero  temperature. It is 

where A = the  surface area 

Ts = the  surface  temperature. 
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The errors introduced by the numerical  solution are estimated to be about 5%. 

Similar  equations are used  to  determine the transient  temperature  distribution 

during cooldown of the specimen.  Instead of using  relaxation  to  determine  the 

temperatures at each iteration, the first forward  difference method is used  to 

calculate  the  temperature  changes at each time  interval, as 

Ti = 
n=l  

PVoCp 
X A T +  To . 
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